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#                          RSL Parameters Limit Values 
(mg/kg) 

Test Methods Finished Articles 

1 Chromium VI (with ageing) 3 
ISO 17075 

Ageing Method: 
ISO 10195:2018 

 

 

2 Formaldehyde 75 EN ISO 17226-1:2017 
 

 
3 Chlorinated Parraffins 1000 EN ISO 18219-2:2021 

 

4 Alkylphenol (APs)   100 EN ISO 18218-2:2015 
 

 
5 Alkylphenol Ethoxylates (APEOs) 100 EN ISO 18218-2:2015 

 

 
6 Dimethylfumarate (DMFu) 0.1 CEN ISO/TS 16186:2012 

 

 
7 Azo-amines 20 EN ISO 17234-2:2011  

Heavy Metals 

8 Antimony (extractable)  30 DIN EN ISO 17072-1  

9 Arsenic (extractable)  0.2 DIN EN ISO 17072-1  

10 Barium (extractable)  1000 DIN EN ISO 17072-1  

11 Cadmium (extractable) 0.1 DIN EN ISO 17072-1  

12 Cobalt (extractable) 4 DIN EN ISO 17072-1  

13 Copper (extractable) 50 DIN EN ISO 17072-1  

14 Lead (extractable) 1 DIN EN ISO 17072-1  

15 Mercury (extractable) 0.02 DIN EN ISO 17072-1  

16 Nickel 1 DIN EN ISO 17072-2  

17 Selenium 500 DIN EN ISO 17072-2  

As Erdogan Deri San. ve Tic Ltd. Sti controls for restricted/prohibited substances that are 
harmful to consumer health and the environment in its tannery. Sheepskin production is regularly 
checked for ensuring to meet the RSL requirements below.

This list is in compliance with Leather Working Group Protocol 7.2.1. The list has been created 
according to global leather quality standards and regulations. Limit values includes all finished 
products manufactured by As Erdoğan Deri in this list.


